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TEST LABORATORY 

TEST REPORT No. 3539/23 

 

Requested by: 
Ceramic'Arte 
Via Caduti sul Lavoro, 1 
73010 Veglie (LE) 

On (date): 11/09/2023 

For the sample 
marked: 

“PORCELLANATO PER MOSAICO” 
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Mod.DIN 51094 - 21012023 
 

 

DESCRIPTION OF THE 
SAMPLE: 

Ceramic tiles 10 x 10 x 0.65 cm, marked 
"PORCELLANATO PER MOSAICO" 

Manufacturer: --------------- 

Sampling details  

- Where: --------------- 

- Date: --------------- 

- By whom: CUSTOMER 

- How (methods): ---------------- 

Date of receipt in laboratory: 22/09/2023 

 

 

TESTS PERFORMED: 

 

 
 
DIN 51094:1996 

 
Ceramic tiles – Testing of the light fastness 
and colour fastness of ceramic tiles for walls 
and floors 

 

Data inizio 

 

Data fine 

 

25/09/23 
 

23/10/23 
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DIN 51094:1996 - Ceramic tiles – Testing of the light fastness 
and colour fastness of ceramic tiles for walls and floors 

 
 
RESULTS: 

 
 
VISUAL EXAMINATION: 

 
No colour variation   
   

 
 

 

Technical verification  

Pietro Bruzzi 
Director 

 Prof.ssa Maria Chiara Bignozzi 

 

 

--------------------------------------- End of report ------------------------------------------ 


